
 Ei = 8.052 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Ge (4,4,4) 7.592 70.53 33.5413 30.78 2.8458 87.59 35.57 94.54

Si (4,4,4) 7.908 79.15 28.7294 25.57 1.5427 39.45 19.28 43.91

Ge (1,1,7) 7.825 76.38 28.5652 28.54 1.9516 55.7 24.39 60.81

LiNbO3 (0,0,18) 8.049 88.48 329.814 306.1 0.213 65.26 2.66 65.32

LiNbO3 (0,0,-18) 8.049 88.48 294.791 306.1 0.213 65.26 2.66 65.32

LiNbO3 (1,2,-16) 8.045 87.65 141.677 147.8 0.33 48.85 4.13 49.02

LiNbO3 (2,-3,-16) 8.045 87.65 141.676 147.8 0.33 48.85 4.13 49.02

LiNbO3 (1,-3,16) 8.045 87.65 140.684 147.8 0.33 48.85 4.13 49.02

LiNbO3 (-2,3,16) 8.045 87.65 140.683 147.8 0.33 48.85 4.13 49.02

LiNbO3 (-1,4,-14) 8.021 84.93 70.675 70.9 0.714 50.65 8.93 51.44

LiNbO3 (1,3,-14) 8.021 84.93 70.674 70.9 0.714 50.65 8.93 51.44

LiNbO3 (1,-4,14) 8.021 84.93 65.631 70.9 0.714 50.65 8.93 51.44

Quartz (4,2,-2) 8.044 87.4 56.361 52.1 0.366 19.05 4.57 19.59

Quartz (4,-6,2) 8.044 87.4 56.357 52.1 0.366 19.05 4.57 19.59

Quartz (-6,2,2) 8.044 87.4 56.355 52.1 0.366 19.05 4.57 19.59

Quartz (2,4,2) 8.044 87.4 56.354 52.1 0.366 19.05 4.57 19.59

Quartz (-4,-2,2) 8.044 87.4 55.259 52.1 0.366 19.05 4.57 19.59

Quartz (-4,6,-2) 8.044 87.4 55.255 52.1 0.366 19.05 4.57 19.59

Quartz (-2,-4,-2) 8.044 87.4 55.254 52.1 0.366 19.05 4.57 19.59

Quartz (6,-2,-2) 8.044 87.4 55.253 52.1 0.366 19.05 4.57 19.59

Quartz (6,-4,2) 8.044 87.4 55.251 52.1 0.366 19.05 4.57 19.59

LiNbO3 (1,-6,4) 7.946 80.69 41.227 41.4 1.321 54.72 16.51 57.16

LiNbO3 (1,5,-4) 7.946 80.69 39.641 41.4 1.321 54.72 16.51 57.16

Sapph (3,3,0) 7.817 76.13 38.484 32 1.988 63.57 24.85 68.25

LiNbO3 (0,5,-8) 7.819 76.18 35.181 33.4 1.981 66.25 24.76 70.73

LiNbO3 (0,-5,8) 7.819 76.18 32.486 33.4 1.981 66.25 24.76 70.73

LiNbO3 (-5,5,8) 7.819 76.18 32.485 33.4 1.981 66.25 24.76 70.73

Sapph (0,4,-10) 7.681 72.53 26.018 22 2.534 55.65 31.67 64.03

LiNbO3 (1,5,2) 7.793 75.44 24.957 25.6 2.091 53.62 26.14 59.65

LiNbO3 (1,-6,-2) 7.793 75.44 24.397 25.6 2.091 53.62 26.14 59.65

Equiv. Refl.: (3,-6,0), (6,-3,0), (-3,6,0), (-3,-3,0), (-6,3,0)

Equiv. Refl.: (5,-5,-8), (-5,0,-8)

Equiv. Refl.: (5,0,8)

Equiv. Refl.: (0,-4,10), (4,0,10), (4,-4,-10), (-4,0,-10), (-4,4,10)

Equiv. Refl.: (5,-6,2), (6,-5,2), (-1,6,2), (-5,-1,2), (-6,1,2)

Equiv. Refl.: (5,1,-2), (6,-1,-2), (-1,-5,-2), (-5,6,-2), (-6,5,-2)

Equiv. Refl.: (3,-4,-14), (4,-3,-14), (-3,-1,-14)

Equiv. Refl.: (3,1,14), (4,-1,14), (-1,-3,14), (-3,4,14), (-4,3,14)

Equiv. Refl.: (2,-6,-2), (-6,4,-2)

Equiv. Refl.: (-2,6,2)

Equiv. Refl.: (5,1,4), (6,-1,4), (-1,-5,4), (-5,6,4), (-6,5,4)

Equiv. Refl.: (5,-6,-4), (6,-5,-4), (-1,6,-4), (-5,-1,-4), (-6,1,-4)

Equiv. Refl.: (1,5,5), (1,7,1), (5,1,5), (5,5,1), (7,1,1)

Equiv. Refl.: (-1,3,-16), (-2,-1,-16), (-3,1,-16)

Equiv. Refl.: (3,-2,-16)

Equiv. Refl.: (2,1,16), (3,-1,16), (-1,-2,16)

Equiv. Refl.: (-3,2,16)

Equiv. Refl.: (-4,1,-14)



 Ei = 8.052 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Sapph (0,5,4) 7.761 74.54 22.766 19.7 2.227 43.88 27.84 51.96

LiNbO3 (0,-2,-16) 7.676 72.43 21.209 21.2 2.55 54.14 31.87 62.83

Quartz (6,-4,-2) 8.044 87.4 20.702 22.8 0.366 8.33 4.57 9.5

Quartz (6,-2,2) 8.044 87.4 20.7 22.8 0.366 8.33 4.57 9.5

Quartz (-4,-2,-2) 8.044 87.4 20.688 22.8 0.366 8.32 4.57 9.5

Quartz (-4,6,2) 8.044 87.4 20.687 22.8 0.366 8.32 4.57 9.5

Sapph (1,2,14) 7.778 75 19.913 17.5 2.157 37.85 26.96 46.47

LiNbO3 (0,2,16) 7.676 72.43 19.468 21.2 2.55 54.14 31.87 62.83

LiNbO3 (3,3,6) 7.707 73.17 18.869 19.8 2.435 48.18 30.44 56.99

LiNbO3 (2,4,4) 7.572 70.12 18.759 18.9 2.912 55.05 36.4 66

Quartz (-6,4,2) 8.044 87.4 18.519 22.8 0.366 8.33 4.57 9.5

Quartz (2,-6,2) 8.044 87.4 18.518 22.8 0.366 8.33 4.57 9.5

Quartz (2,4,-2) 8.044 87.4 18.517 22.8 0.366 8.33 4.57 9.5

Quartz (4,2,2) 8.044 87.4 18.508 22.8 0.366 8.32 4.57 9.5

Quartz (4,-6,-2) 8.044 87.4 18.507 22.8 0.366 8.32 4.57 9.5

LiNbO3 (3,3,-6) 7.707 73.17 18.149 19.8 2.435 48.18 30.44 56.99

LiNbO3 (2,-6,-4) 7.572 70.12 17.356 18.9 2.912 55.05 36.4 66

Quartz (2,3,4) 7.835 76.66 17.238 15 1.909 28.7 23.86 37.32

Quartz (3,2,-4) 7.835 76.66 17.237 15 1.909 28.69 23.86 37.32

Quartz (3,-5,4) 7.835 76.66 17.236 15 1.909 28.69 23.86 37.32

Quartz (-5,2,4) 7.835 76.66 17.235 15 1.909 28.69 23.86 37.32

Quartz (0,5,-2) 7.638 71.54 17.149 14.6 2.688 39.26 33.6 51.68

Quartz (5,0,2) 7.638 71.54 17.147 14.6 2.688 39.25 33.6 51.67

Quartz (-2,5,4) 7.835 76.66 16.944 15 1.909 28.7 23.86 37.32

Quartz (-3,5,-4) 7.835 76.66 16.943 15 1.909 28.69 23.86 37.32

Quartz (5,-2,-4) 7.835 76.66 16.942 15 1.909 28.69 23.86 37.32

Sapph (1,1,15) 7.619 71.12 12.329 11.2 2.754 30.92 34.42 46.27

Quartz (2,1,-6) 7.888 78.42 11.771 11 1.65 18.08 20.62 27.43

Quartz (1,2,6) 7.888 78.42 11.77 11 1.65 18.08 20.62 27.43

Quartz (2,-3,6) 7.888 78.42 11.769 11 1.65 18.08 20.62 27.42

Quartz (1,-3,-6) 7.888 78.42 11.768 11 1.65 18.08 20.62 27.42

(-2,1,15), (-2,1,-15)

Equiv. Refl.: (-5,3,-4)

Equiv. Refl.: (0,-5,2)

Equiv. Refl.: (5,-5,-2), (-5,0,-2), (-5,5,2)

Equiv. Refl.: (-2,-3,-4), (-3,-2,4)

Equiv. Refl.: (5,-3,4)

Equiv. Refl.: (1,1,-15), (1,-2,15), (1,-2,-15), (2,-1,15), (2,-1,-15), (-1,2,15), (-1,2,-15), (-1,-1,15), (-1,-1,-15)

Equiv. Refl.: (3,-6,6), (6,-3,6), (-3,6,6), (-3,-3,6), (-6,3,6)

Equiv. Refl.: (4,-6,4), (6,-4,4), (-2,6,4), (-4,-2,4), (-6,2,4)

Equiv. Refl.: (-6,2,-2)

Equiv. Refl.: (3,-6,-6), (6,-3,-6), (-3,6,-6), (-3,-3,-6), (-6,3,-6)

Equiv. Refl.: (4,2,-4), (6,-2,-4), (-2,-4,-4), (-4,6,-4), (-6,4,-4)

Equiv. Refl.: (2,-5,-4)

Equiv. Refl.: (0,-5,-4), (5,0,-4), (5,-5,4), (-5,0,4), (-5,5,-4)

Equiv. Refl.: (2,0,-16), (-2,2,-16)

Equiv. Refl.: (-2,6,-2), (-2,-4,2)

Equiv. Refl.: (1,-3,-14), (2,1,-14), (2,-3,14), (3,-1,-14), (3,-2,14), (-1,3,14), (-1,-2,-14), (-2,3,-14), (-2,-1,14)

(-3,1,14), (-3,2,-14)

Equiv. Refl.: (2,-2,16), (-2,0,16)



 Ei = 8.052 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (-3,1,6) 7.888 78.42 11.762 11 1.65 18.07 20.62 27.42

Quartz (-2,-1,6) 7.888 78.42 11.508 11 1.65 18.08 20.62 27.43

Quartz (-1,-2,-6) 7.888 78.42 11.507 11 1.65 18.08 20.62 27.43

Quartz (-1,3,6) 7.888 78.42 11.506 11 1.65 18.08 20.62 27.42

Quartz (3,-1,-6) 7.888 78.42 11.499 11 1.65 18.07 20.62 27.42

Quartz (2,4,0) 7.71 73.23 11.019 9.7 2.426 23.59 30.33 38.42

Sapph (0,1,-16) 7.783 75.16 10.824 10.3 2.133 22.06 26.67 34.61

Quartz (6,-2,0) 7.71 73.23 10.721 9.7 2.426 23.59 30.33 38.42

Sapph (2,4,1) 7.975 82.07 9.835 11.1 1.122 12.44 14.03 18.75

Sapph (2,4,-2) 8.018 84.71 9.808 12.2 0.746 9.09 9.32 13.02

Quartz (6,-3,0) 7.571 70.09 8.052 7.3 2.916 21.41 36.45 42.28

Quartz (3,3,0) 7.571 70.09 8.01 7.3 2.916 21.41 36.45 42.28

Quartz (2,2,5) 7.64 71.59 7.975 7.4 2.681 19.79 33.51 38.92

Quartz (2,2,-5) 7.64 71.59 7.974 7.4 2.681 19.79 33.51 38.92

Quartz (2,-4,5) 7.64 71.59 7.973 7.4 2.681 19.78 33.51 38.91

Quartz (-4,2,5) 7.64 71.59 7.972 7.4 2.681 19.78 33.51 38.91

Quartz (-4,2,-5) 7.64 71.59 7.971 7.4 2.681 19.78 33.51 38.91

Quartz (-2,4,5) 7.64 71.59 7.779 7.4 2.681 19.79 33.51 38.92

Quartz (-2,-2,5) 7.64 71.59 7.778 7.4 2.681 19.79 33.51 38.92

Quartz (-2,4,-5) 7.64 71.59 7.777 7.4 2.681 19.78 33.51 38.91

Quartz (4,-2,-5) 7.64 71.59 7.776 7.4 2.681 19.78 33.51 38.91

Quartz (4,-2,5) 7.64 71.59 7.775 7.4 2.681 19.78 33.51 38.91

LiNbO3 (2,4,7) 7.996 83.24 7.72 15.3 0.955 14.6 11.94 18.86

Quartz (3,-6,-1) 7.657 71.98 7.436 6.9 2.619 18.12 32.74 37.42

Quartz (3,3,1) 7.657 71.98 7.435 6.9 2.619 18.12 32.74 37.42

Quartz (6,-3,1) 7.657 71.98 7.083 6.9 2.619 18.12 32.74 37.42

Quartz (6,-3,-1) 7.657 71.98 7.082 6.9 2.619 18.12 32.74 37.42

Quartz (-4,3,-5) 7.777 74.99 6.522 6.2 2.159 13.3 26.98 30.08

Quartz (-4,1,5) 7.777 74.99 6.52 6.2 2.159 13.29 26.98 30.08

Quartz (1,3,5) 7.777 74.99 6.519 6.2 2.159 13.29 26.98 30.08

Equiv. Refl.: (3,3,-1), (3,-6,1), (-6,3,1)

Equiv. Refl.: (-3,6,1), (-3,6,-1), (-3,-3,1), (-3,-3,-1)

Equiv. Refl.: (1,-4,-5)

Equiv. Refl.: (3,-6,0), (-6,3,0)

Equiv. Refl.: (2,-4,-5)

Equiv. Refl.: (-2,-2,-5)

Equiv. Refl.: (2,-6,-7), (4,2,-7), (4,-6,7), (6,-2,-7), (6,-4,7), (-2,6,7), (-2,-4,-7), (-4,6,-7), (-4,-2,7)

(-6,2,7), (-6,4,-7)

Equiv. Refl.: (-6,3,-1)

Equiv. Refl.: (6,-4,0), (-2,6,0), (-2,-4,0), (-4,6,0), (-4,-2,0)

Equiv. Refl.: (2,-6,-1), (4,2,-1), (4,-6,1), (6,-2,-1), (6,-4,1), (-2,6,1), (-2,-4,-1), (-4,6,-1), (-4,-2,1)

(-6,2,1), (-6,4,-1)

Equiv. Refl.: (2,-6,2), (4,2,2), (4,-6,-2), (6,-2,2), (6,-4,-2), (-2,6,-2), (-2,-4,2), (-4,6,2), (-4,-2,-2)

(-6,2,-2), (-6,4,2)

Equiv. Refl.: (-3,6,0), (-3,-3,0)

Equiv. Refl.: (-3,2,-6)

Equiv. Refl.: (-2,3,-6)

Equiv. Refl.: (3,-2,6)

Equiv. Refl.: (2,-6,0), (4,2,0), (4,-6,0), (-6,2,0), (-6,4,0)

Equiv. Refl.: (0,-1,16), (1,0,16), (1,-1,-16), (-1,0,-16), (-1,1,16)



 Ei = 8.052 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (3,1,-5) 7.777 74.99 6.518 6.2 2.159 13.29 26.98 30.08

Quartz (3,-4,5) 7.777 74.99 6.517 6.2 2.159 13.29 26.98 30.08

Quartz (5,-2,4) 7.835 76.66 6.495 6.5 1.909 12.42 23.86 26.9

Quartz (-2,5,-4) 7.835 76.66 6.488 6.5 1.909 12.41 23.86 26.9

Quartz (-3,-2,-4) 7.835 76.66 6.486 6.5 1.909 12.41 23.86 26.9

Quartz (-3,5,4) 7.835 76.66 6.485 6.5 1.909 12.4 23.86 26.9

Quartz (-5,2,-4) 7.835 76.66 6.377 6.5 1.909 12.42 23.86 26.9

Quartz (2,3,-4) 7.835 76.66 6.371 6.5 1.909 12.41 23.86 26.9

Quartz (2,-5,4) 7.835 76.66 6.37 6.5 1.909 12.41 23.86 26.9

Quartz (3,2,4) 7.835 76.66 6.368 6.5 1.909 12.41 23.86 26.9

Quartz (4,2,-1) 7.795 75.47 6.211 6 2.087 12.51 26.08 28.93

Quartz (2,4,1) 7.795 75.47 6.21 6 2.087 12.51 26.08 28.93

Quartz (4,-3,5) 7.777 74.99 5.928 6.2 2.159 13.3 26.98 30.08

Quartz (4,-1,-5) 7.777 74.99 5.927 6.2 2.159 13.29 26.98 30.08

Quartz (-3,-1,5) 7.777 74.99 5.926 6.2 2.159 13.29 26.98 30.08

Quartz (-3,4,-5) 7.777 74.99 5.925 6.2 2.159 13.29 26.98 30.08

Quartz (-4,6,-1) 7.795 75.47 5.658 6 2.087 12.51 26.08 28.93

Quartz (6,-2,-1) 7.795 75.47 5.657 6 2.087 12.51 26.08 28.93

Quartz (-1,-3,5) 7.777 74.99 4.216 4.4 2.159 9.53 26.98 28.62

Quartz (-1,4,-5) 7.777 74.99 4.215 4.4 2.159 9.53 26.98 28.62

Quartz (4,-1,5) 7.777 74.99 4.214 4.4 2.159 9.53 26.98 28.61

Quartz (-3,-1,-5) 7.777 74.99 4.212 4.4 2.159 9.52 26.98 28.61

Quartz (-3,4,5) 7.777 74.99 4.21 4.4 2.159 9.52 26.98 28.61

Quartz (1,3,-5) 7.777 74.99 4.06 4.4 2.159 9.53 26.98 28.62

Quartz (1,-4,5) 7.777 74.99 4.059 4.4 2.159 9.53 26.98 28.62

Quartz (-4,3,5) 7.777 74.99 4.058 4.4 2.159 9.53 26.98 28.61

Quartz (3,1,5) 7.777 74.99 4.055 4.4 2.159 9.52 26.98 28.61

Quartz (3,-4,-5) 7.777 74.99 4.053 4.4 2.159 9.52 26.98 28.61

Sapph (2,2,12) 7.744 74.09 3.4 4.3 2.295 9.98 28.69 30.37

LiNbO3 (2,4,-5) 7.69 72.75 3.391 6.8 2.5 16.88 31.24 35.51

Quartz (-1,3,-6) 7.888 78.42 3.386 4 1.65 6.61 20.62 21.65

Quartz (-1,-2,6) 7.888 78.42 3.384 4 1.65 6.61 20.62 21.65

Quartz (-2,-1,-6) 7.888 78.42 3.383 4 1.65 6.61 20.62 21.65

Quartz (-2,3,6) 7.888 78.42 3.381 4 1.65 6.6 20.62 21.65

Equiv. Refl.: (4,-3,-5)

Equiv. Refl.: (-4,1,-5)

Equiv. Refl.: (2,2,-12), (2,-4,12), (2,-4,-12), (4,-2,12), (4,-2,-12), (-2,4,12), (-2,4,-12), (-2,-2,12), (-2,-2,-12)

(-4,2,12), (-4,2,-12)

Equiv. Refl.: (2,-6,5), (4,2,5), (4,-6,-5), (6,-2,5), (6,-4,-5), (-2,6,-5), (-2,-4,5), (-4,6,5), (-4,-2,-5)

(-6,2,-5), (-6,4,5)

Equiv. Refl.: (3,-5,-4)

Equiv. Refl.: (4,-6,1)

Equiv. Refl.: (2,-6,-1), (-6,2,1), (-6,4,-1)

Equiv. Refl.: (-1,4,5), (-1,-3,-5)

Equiv. Refl.: (-4,-2,1)

Equiv. Refl.: (6,-4,1), (-2,6,1), (-2,-4,-1)

Equiv. Refl.: (5,-3,-4)

Equiv. Refl.: (-2,-3,4)

Equiv. Refl.: (-5,3,4)



 Ei = 8.052 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (3,-1,6) 7.888 78.42 3.378 4 1.65 6.6 20.62 21.65

Quartz (1,-3,6) 7.888 78.42 2.516 4 1.65 6.61 20.62 21.65

Quartz (1,2,-6) 7.888 78.42 2.515 4 1.65 6.61 20.62 21.65

Quartz (2,1,6) 7.888 78.42 2.514 4 1.65 6.61 20.62 21.65

Quartz (2,-3,-6) 7.888 78.42 2.512 4 1.65 6.6 20.62 21.65

Quartz (-3,1,-6) 7.888 78.42 2.509 4 1.65 6.6 20.62 21.65

LiNbO3 (1,3,13) 7.677 72.43 1.943 4.8 2.549 12.31 31.86 34.16

Sapph (2,3,8) 7.588 70.46 1.376 2.3 2.858 6.55 35.72 36.32

LiNbO3 (1,5,-1) 7.755 74.38 1.354 4.1 2.25 9.32 28.13 29.63

Quartz (6,-2,1) 7.795 75.47 1.234 2.1 2.087 4.31 26.08 26.44

Quartz (2,4,-1) 7.795 75.47 1.155 2.1 2.087 4.31 26.08 26.44

Quartz (-3,-3,-2) 7.911 79.25 0.667 1.3 1.529 1.96 19.11 19.21

Quartz (-3,6,2) 7.911 79.25 0.666 1.3 1.529 1.96 19.11 19.21

Quartz (6,-3,-2) 7.911 79.25 0.665 1.3 1.529 1.96 19.11 19.21

Quartz (6,-3,2) 7.911 79.25 0.664 1.3 1.529 1.95 19.11 19.21

Quartz (0,5,2) 7.638 71.54 0.6 1.3 2.688 3.37 33.6 33.77

Quartz (5,0,-2) 7.638 71.54 0.598 1.3 2.688 3.36 33.6 33.77

Quartz (-5,5,-2) 7.638 71.54 0.597 1.2 2.688 3.36 33.6 33.77

LiNbO3 (2,3,11) 7.806 75.8 0.458 2.5 2.038 5.08 25.47 25.98

Quartz (3,3,2) 7.911 79.25 0.278 1.3 1.529 1.96 19.11 19.21

Quartz (3,3,-2) 7.911 79.25 0.277 1.3 1.529 1.96 19.11 19.21

Sapph (3,3,3) 7.947 80.75 0.176 1 1.312 1.31 16.4 16.45

Equiv. Refl.: (3,3,-3), (3,-6,3), (3,-6,-3), (6,-3,3), (6,-3,-3), (-3,6,3), (-3,6,-3), (-3,-3,3), (-3,-3,-3)

(-6,3,3), (-6,3,-3)

Equiv. Refl.: (0,-5,-2)

Equiv. Refl.: (5,-5,2), (-5,0,2)

Equiv. Refl.: (2,-5,-11), (3,2,-11), (3,-5,11), (5,-2,-11), (5,-3,11), (-2,5,11), (-2,-3,-11), (-3,5,-11), (-3,-2,11)

(-5,2,11), (-5,3,-11)

Equiv. Refl.: (3,-6,-2)

Equiv. Refl.: (3,-6,2), (-6,3,2), (-6,3,-2)

Equiv. Refl.: (1,-6,1), (5,1,1), (5,-6,-1), (6,-1,1), (6,-5,-1), (-1,6,-1), (-1,-5,1), (-5,6,1), (-5,-1,-1)

(-6,1,-1), (-6,5,1)

Equiv. Refl.: (6,-4,-1), (-2,6,-1), (-2,-4,1), (-4,6,1), (-4,-2,-1)

Equiv. Refl.: (2,-6,1), (4,2,1), (4,-6,-1), (-6,2,-1), (-6,4,1)

Equiv. Refl.: (-3,6,-2)

Equiv. Refl.: (-3,-3,2)

Equiv. Refl.: (3,-2,-6)

Equiv. Refl.: (-3,2,6)

Equiv. Refl.: (1,-4,-13), (3,1,-13), (3,-4,13), (4,-1,-13), (4,-3,13), (-1,4,13), (-1,-3,-13), (-3,4,-13), (-3,-1,13)

(-4,1,13), (-4,3,-13)

Equiv. Refl.: (2,-5,-8), (3,2,-8), (3,-5,8), (5,-2,-8), (5,-3,8), (-2,5,8), (-2,-3,-8), (-3,5,-8), (-3,-2,8)

(-5,2,8), (-5,3,-8)


